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EIRERMDBRAS (CHEN XIANG PAPER CO., LTD.)

a4 —

it EE A 82455812 22 (RM.2, 8F., NO. 24, WUQUAN 2ND RD., XINZHUANG DIST., NEW TAIPEI CITY

24892, R.0.C.)

TR Em&RPEREFTIRE R IELR (The following sample(s) was/were submitted and identified by/on behalf of

the applicant as) :
% 0B & 78 (Sample Description)

1% B /81 & (Sample Package/
Quantity)

¥ m iRz 75 I (Sample Packaging)
i mELSR(Style/Item No.)

T m#ttsE(Lot. No.)

1% M1 E (Sample Material)

‘*H

F B (Sample Submitted By)
SRR R 3t 3/ EE FE /4 48 A (Company
Add/Tel/Contact Person)

#4358 B Hi(Manufacturing Date)
BB HA(Expiry Date)
[RERI(Country Of Origin)

Y24 H(Sample Receiving Date)
Al AR (Testing Period)

PAPER STRAW ( #AIRE )
135 ( BULK PACKAGING) / -

R (AMBIENT TEMP.)

CXP-005

CXP20201026-1

#% (PAPER)

EAMRERN AR AT (CHEN XIANG PAPER CO., LTD.)

Wit E D _K245%818 2 2(RM.2, 8F., NO. 24, WUQUAN 2ND RD.,
XINZHUANG DIST., NEW TAIPEI CITY 24892, R.0.C.) / 02-77299260 / F15=:2
20201026

20221026

&% (TAIWAN)

2020/10/26

2020/10/27 to 2020/11/05

A FEK (Test Requested)

kiBEPEE Q%EP?EEI?

s BRI B EEEIZE (102.08.208 R BEF 5510213501465 S IE1E) EfTRIF -

AR IEEAESERAEERRE - (As specified by client, with reference to Sanitation Standard for Food Utensils,
Containers and Packages (MOHW Food No. 1021350146, amended on 2013/08/20) to conduct test. Please refer
to the result table(s) for testing item(s).)

A 4R (Test Results)

i *# / 3|3F
LB F-4 3

é‘f‘%’*#&%ﬁﬂ&ﬁ:’tf’z}ﬁ FR
wEREEA

A ‘I
’Alwk“

BR F—E - (Please refer to next page(s).)
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HIEE BRI Rt (Test Part Description)
No.1 ; KB/AEHARE (PURPLE WHITE PAPER STRAW)

HIE 45 R (Test Results)

ER
AHIEE A% Bl | LOQ/ | (Resuiy | M
(Test Item(s)) (Method) (Unit) LOD o1 (Limit)
0.
* &N IEE M / Fluorescent Brightening - - K | AEEE
Agents Not [/ Negative
detected
* BB (LIEET)-(4%BERE, 60°C, 3077 ) / ppm - <1 1
Heavy metal (as Pb)-(4% acetic acid,
60°C, 30 min) BRBE - B8 - AERRTE-RY
*TEDIAS,O;5F-(4%EERR, 60°C, 30731) /|21 MIRAETRE R 21858 (10799827 "ppm [ 0.02* [ nd. 01
Arsenic (As) (as As,03)-(4% acetic acid, |BFREERFEE10719019225F A E) - /
60°C, 30 min) With reference to Methods of Test for
- Food Utensils, Containers and
g = o E , ;
;jéjfgn(iik Eé_zg_ﬁélgil\ rE;) £5°C 1 Packages - Test of Plastic Uncoated ppm 3 4 30
h:/ porati idue-( P ' ' Paper Products (MOHW Food No.
) 1071901922 announced, September
* R oA Y-(4%EEEE, 60°C, 3077§8) / (27, 2018). ppm 3 n.d. 40
Chloroform soluble-(4% acetic acid, 60°C,
30 min)
* S0 7AY-(20%;815, 60°C, 3073 1&) / ppm 3 n.d. 40
Chloroform soluble-(20% alcohol, 60°C, 30
min)
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fH&E(Note) :
LB S EMETEZZRSTEEHERER - FHERSIEMMFE - (The
test report merely reflects the test results of the consigned matters of the
client and is not a certification of the legitimacy of the related products.)

C RRERB DB HEFER - (The report is invalid if it is partly reproduced or used.)

. mg/kg = ppm ; 0.1wt% = 1000 ppm

LOQ = Limit of Quantification (E£1HR) ; LOD = Limit of Detection ({&RI1HR)

. n.d. = Not Detected (5R1#&H) = Less than (//\/?) LOQ/LOD = Negative (F214)

"" = Not Regulated (fEHR1&1E)

. Negative = K&t / B2 ; Positive = 8 / B4

"= PIASB AT (Arsenic is the target analyte.)

HEEEREEEXE  AAERERLSFHLEMNTEREYERERFEIER - (The test method marked with %
is accredited by MOHW.)

10. JIHEEEHEEEOE  RAERERARS ZEREE  FFBREZZIENGEE - (When there is a @ next to

the test item, the test method was applied to the material out of the scope from MOHW accreditation.)

© 0N O U A WN

11. WR®EREEHRS - (This testing report is subject to inspection.)
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* RAPWBRBERT - AIRRBEREA 2 & am/EML -

(The tested sample / part is marked by an arrow if it's shown on the photo.)

HTF20A00597

* #{EELERE (End of Report) **
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PN ReEmEEtiaIER « A% - EEMEAIGR
( The information requested from client is shown as below : )

HTF20A00597A01
AFIEE A 7Gx
L LOD
(Test Items) (Method) OQILO
* & 618 H 7 / Fluorescent Brightening
Agents
*EBE(LIEAET)-(4%BERE, 60°C, 3077 8) /
Heavy metal (as Pb)-(4% acetic acid,
60°C, 30 min)
> = PP © PAN~1 . Vs 3 - e
X LA, 0,51 (4IREE, BOC, SODT) | | mmsemn - 38 - MUK LLLIBHIR
e (As) (as As;05)-(4% acetic acid,  |gyam @~ ins (10749827 ABIEATS
60°C, 30 min) 1071901922582 5) + / With reference to HEARER Y EBAEIE
* 225 E-(IEFR YR, 25°C, L/)M\EE) / Methods of Test for Food Utensils, Containers [BR - (Please refer to the result
Evaporation residue-(n-Heptane, 25°C, 1 |and Packages - Test of Plastic Uncoated Paper [table above.)
hr) Products (MOHW Food No. 1071901922
* 515 0 AM)-(20% B8, 60°C, 305 4%) / _|announced, September 27, 2018).
Chloroform soluble-(20% alcohol, 60°C, 30
min)
* & HalAY-(4%EERE, 60°C, 3077 %) /
Chloroform soluble-(4% acetic acid, 60°C,
30 min)

AHIEERZHEEAEXE  AAEREEERLEENBERENERERFEIER - (The test method marked with * is
accredited by MOHW. )

AFRIEERHEE e  RABRZERRSIEREE  FEREZZIRNESE - (When there is a o next to the test
item, the test method was applied to the material out of the scope from MOHW accreditation. )
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